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Certificate of Analysis

Date:

Lot #: AG-7

PO #:

To:

Weight:

Material: ALUMINUM

Element % of element

Notes:

Description:

ALUMINUM 98.7000%

SILICON 0.4400%

OTHER 0.4300%

IRON 0.1800%

COPPER 0.0800%

MANGANESE 0.0700%

MAGNESIUM 0.0400%

CHROMIUM 0.0230%

BISMUTH 0.0150%

TITANIUM 0.0120%

ZINC 0.0040%

NICKEL 0.0010%

www.MetalShipper.com

Size: -10+30 mesh (1.8-0.5 mm)
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