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Certificate of Analysis

Date:

Lot #: ACM-SB-1101

PO #:

To:

Weight:

Material: Antimony

Element % of element

Notes:

Description:

ANTIMONY 99.8100%

LEAD 0.0750% *Less Than

ARSENIC 0.0220% *Less Than

IRON 0.0070% *Less Than

COPPER 0.0060% *Less Than

SULFUR 0.0030% *Less Than

SELENIUM 0.0007% *Less Than

BISMUTH 0.0003% *Less Than

TELLURIUM 0.0002% *Less Than

CALCIUM 0.0001% *Less Than
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