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Certificate of Analysis

Date:

Lot #:

PO #:

To:

Weight:

Material: Babbitt

Notes:

Description:

www.MetalShipper.com

Element % of Element

Tin (Sn) 88.4700%

Antimony (Sb) 7.6700%

Copper  (Cu) 3.5600%

Lead (Pb) 0.0155%

Bismuth (Bi) 0.0151%

Arsenic (As) 0.0051%

Iron (Fe) 0.0035%

Aluminum (Al) 0.0004%

Cadmium (Cd) 0.0004%

Zinc (Zn) 0.0001%
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