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Certificate of Analysis

Date:

Lot #: 624

PO #:

To:

Weight:

Material: Pewter (Brittania Alloy)

Element % of element

Notes:

Description:

TIN 91.9708%

ANTIMONY 7.4992%

COPPER 0.5001%

LEAD 0.0135%

ARSENIC 0.0055%

IRON 0.0019%

BISMUTH 0.0012%

ZINC 0.0004%

ALUMINUM 0.0004%

OXYGEN 0.0002%

CADMIUM 0.0002%

SELENIUM 0.0002%

COBALT 0.0001%

NICKEL 0.0001%

SILVER 0.0001%

SULFUR 0.0001%

PHOSPHORUS 0.0001%

SILICON 0.0000%
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