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Certificate of Analysis

Date:
Lot #: 5344

PO #:

To:

Weight:
Material: TIN/LEAD ROOFING SOLDER

Element % of element

Notes:

Description:

ALUMINUM 0.0001%

ANTIMONY 0.0006%

ARSENIC 0.0016%

BISMUTH 0.0014%

CADMIUM 0.0001%

COBALT 0.0002%

COPPER 0.0020%

GOLD 0.0000%

INDIUM 0.0000%

LEAD 50.0118%

NICKEL 0.0005%

TIN 49.9795%
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